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lnspection certificate 3.1

according to DIN EN 10204
:Fif*ff

Powerin g Bu si n ess Woddwide

We herewith confirm that the delivered goods correspond to high quality requirements and comply
with below mentioned characteristics.

Customer:

Product:

Size:

Lot-No.:

Ref:

Produc'tion date:

Expiry date:

BHF Technologies Pty Ltd
4 Kingston Town Close
Oakleigh
Victoria 3166

29450491000079

49'l

18052

PO00481 1

13.02.2425

13.02.2A28

BECO PR Endura S

514 x 633 mm, 6 LongH

Specifications:

Test criterion Unit Set value Tolerance Measured Value *

Thickness

Water flow (1,0 bar)

Bursting strenght, wet

Endotoxin content

[mm]

[Um2 min]

IkPa]

IEU/mLl

1,50

770

> 400

< 0,08

t 0,20

+ 124

1,62

783

790

< 0,08

Test criterion Unit Target value

Ash content l%l 0,3

* measured values are averages of the batch

lndicated test data are results of quality verifications and do not suhstitute buyer's quality verification
upon receiving. The indicated quality characteristics do not necessarily guarantee
the qualification for a particular application.
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